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PART 2 - PRODUCTS 

2.1 PERFORMANCE REQUIREMENTS 

A. Fire-Test-Response Characteristics: For fire-resistance-
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I. Cold-Rolled Furring Channels: 0.053-inch (1.34-mm) uncoated-steel thickness, with minimum 
1/2-inch- (13-mm-) wide flanges. 

1. Depth: [As indicated on Drawings]. 
2. Furring Brackets: Adjustable, corrugated-edge-type steel sheet with minimum uncoated-

steel thickness of 0.0329 inch (0.8 mm). 
3. Tie Wire: ASTM A 641/A 641M, Class 1 zinc coating, soft temper, 0.062-inch- (1.59-mm-) 

diameter wire, or double strand of 0.048-inch- (1.21-mm-) diameter wire. 

J. Z-Shaped Furring: With slotted or nonslotted web, face flange of 1-1/4 inches (32 mm), wall 
attachment flange of 7/8 inch (22 mm), minimum uncoated-metal thickness of 0.0179 inch 
(0.455 mm), and depth required to fit insulation thickness indicated. 

2.3 SUSPENSION SYSTEMS 

A. Tie Wire: ASTM A 641/A 641M, Class 1 zinc coating, soft temper, 0.062-inch- (1.59-mm-) 
diameter wire, or double strand of 0.048-inch- (1.21-mm-) diameter wire. 

B. Hanger Attachments to Concrete: 

1. Expansion Anchors: Fabricated from corrosion-resistant materials, with allowable load or 
strength design capacities calculated according to ICC-ES AC193 and ACI 318 greater 
than or equal to the design load, as determined by testing per ASTM E 488/E 488M 
conducted by a qualified testing agency. 

2. Power-Actuated Anchors: Fastener system of type suitable for application indicated, 
fabricated from corrosion-resistant materials, with allowable load capacities calculated 
according to ICC-ES AC70, greater than or equal to the design load, as determined by 
testing per ASTM E 1190 conducted by a qualified testing agency. 

C. Wire Hangers: ASTM A 641/A 641M, Class 1 zinc coating, soft temper, 0.16 inch (4.12 mm) in 
diameter. 

D. Flat Hangers: Steel sheet, [in size indicated on Drawings] [1 by 3/16 inch (25 by 5 mm) by 
length indicated]. 

E. Carrying Channels: Cold-
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4. Resilient Furring Channels: 1/2-inch- (13-mm-) deep members designed to reduce sound 
transmission. 

a. Configuration: [Asymmetrical] [or] [hat shaped]. 

G. Grid Suspension System for Gypsum Board Ceilings: ASTM C 645, direct-hung system 
composed of main beams and cross-furring members that interlock. 

1. Manufacturers: Subject to compliance with requirements, provide products by one of the 
following: 

a. Armstrong World Industries, Inc. 
b. Chicago Metallic Corporation. 

2.4 AUXILIARY MATERIALS 

A. General: Provide auxiliary materials that comply with referenced installation standards. 

1. Fasteners for Metal Framing: Of type, material, size, corrosion resistance, holding power, 
and other properties required to fasten steel members to substrates. 

B. Isolation Strip at Exterior Walls: Provide[ one of] the following: 

1. Asphalt-Saturated Organic Felt: ASTM D 226/D 226M, Type I (No. 15 asphalt felt), 
nonperforated. 

2. Foam Gasket: Adhesive-backed, closed-cell vinyl foam strips that allow fastener 
penetration without foam displacement, 1/8 inch (3.2 mm) thick, in width to suit steel stud 
size. 

PART 3 - EXECUTION 

3.1 EXAMINATION 

A. Examine areas and substrates, with Installer present, and including welded hollow-metal 
frames, cast-in anchors, and structural framing, for compliance with requirements and other 
conditions affecting performance of the Work. 

B. Proceed with installation only after unsatisfactory conditions have been corrected. 

3.2 PREPARATION 

A. Suspended Assemblies: Coordinate installation of suspension systems with installation of 
overhead structure to ensure that inserts and other provisions for anchorages to building 
structure have been installed to receive hangers at spacing required to support the Work and 
that hangers will develop their full strength. 

1. Furnish concrete inserts and other devices indicated to other trades for installation in 
advance of time needed for coordination and construction. 

B. Coordination with Sprayed Fire-Resistive Materials: 
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1. Before sprayed fire-resistive materials are applied, attach offset anchor plates or ceiling 
runners (tracks) to surfaces indicated to receive sprayed fire-resistive materials. Where 
offset anchor plates are required, provide continuous plates fastened to building structure 
not more than 24 inches (610 mm) o.c. 

2. After sprayed fire-resistive materials are applied, remove them only to extent necessary 
for installation of non-load-bearing steel framing. Do not reduce thickness of fire-resistive 
materials below that are required for fire-resistance ratings indicated. Protect adjacent 
fire-resistive materials from damage. 

3.3 INSTALLATION, GENERAL 

A. Installation Standard: ASTM C 754. 

1. Gypsum Plaster Assemblies: Also comply with requirements in ASTM C 841 that apply to 
framing installation. 

2. Portland Cement Plaster Assemblies: Also comply with requirements in ASTM C 1063 
that apply to framing installation. 

3. Gypsum Veneer Plaster Assemblies: Also comply with requirements in ASTM C 844 that 
apply to framing installation. 

4. Gypsum Board Assemblies: Also comply with requirements in ASTM C 840 that apply to 
framing installation. 

B. Install framing and accessories plumb, square, and true to line, with connections securely 
fastened. 

C. Install supplementary framing, and blocking to support fixtures, equipment services, heavy trim, 
grab bars, toilet accessories, furnishings, or similar construction. 

D. Install bracing at terminations in assemblies. 

E. Do not bridge building control and expansion joints with non-load-bearing steel framing 
members. Frame both sides of joints independently. 

3.4 INSTALLING FRAMED ASSEMBLIES 

A. Install framing system components according to spacings indicated, but not greater than 
spacings required by referenced installation standards for assembly types. 

1. Single-Layer Application:  16 inches 
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1. Slip-Type Head Joints: Where framing extends to overhead structural supports, install to 
produce joints at tops of framing systems that prevent axial loading of finished 
assemblies. 

2. Door Openings: Screw vertical studs at jambs to jamb anchor clips on door frames; install 
runner track section (for cripple studs) at head and secure to jamb studs. 

a. Install two studs at each jamb unless otherwise indicated. 

3. Other Framed Openings: Frame openings other than door openings the same as 
required for door openings unless otherwise indicated. Install framing below sills of 
openings to match framing required above door heads. 

4. Fire-Resistance-Rated Partitions: Install framing to comply with fire-resistance-rated 
assembly indicated and support closures and to make partitions continuous from floor to 
underside of solid structure. 

a. Firestop Track: Where indicated, install to maintain continuity of fire-resistance-
rated assembly indicated. 

5. Sound-




